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 Futurabond U
Instructions  

Bonding

68° C

2:30 min 0:20 min

Caps Warmer 

 Preheating time:  15 - 20 min.

 Caps warming time:  3 min.

 Processing time:  20 sec.

VisCalor Dispenser
Program 1

 Preheating time /  
 Caps warming time:  30 sec.

 Processing time: 2,5 min. 
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Instructions
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A1, A2, A3: 20 sec.  
U: 10 sec.

max.  
4 mm

Made in Germany VC 62 006065 E1 0920

bulk
Instructions

1.000 mW/cm2


